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CUSTOMER NAME: PROTEK FLOORING LTD.

ADDRESS: UNIT 3, REDLANDS, MOORHOUSE, WESTERHAM, KENT. TN16 

2ET, UK

Sample Name : SPC WALL PANEL

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
Date of Receipt : 2024-03-01

Testing Period : 2024-03-01 ~ 2024-03-14

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co.,Ltd. Xiamen Branch.

Bryan Hong
Authorized signatory
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Summary of Results:

No. Test Item Test Method Result

1
Colour fastness to 

artificial light

ISO 105-B02:2014; Method 3, use 

Xenon arc lamp, Exposure Cycle: A1, no 

flip-flop mode was used

Grade (B.W.S):

Better than 6

Remark: Comparison up to blue wool reference 6

Original Sample Photo:

********End of report********
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